
Long-term non-stick effect in comparison – with intensive use

High class
Coil Coating

Market sampleILAFLON® Professional R

Mid class
Coil Coating

Market sample

Residue-free release of the cake
after 10 cycles

Residue-free release of the cake
after 10 cycles

Good cake release, slight residue 
after 10 cycles

Slight gloss differences in the tested 
areas after 125 cycles – no sticking

Coating peel off after 10 cycles and 
heavy residues on the surface

Strong residues and deep staining  
visible already after 10 cycles

Perfect surface after 125 cycles Coating delamination after 75 cyclesDiscoloration appears on the surface 
after 100 cycles

Perfect, residue-free release even 
after 5 eggs

Egg sticks even after the first cycle, 
residues are difficult to clean

Egg sticks even after the first cycle, 
residues can be cleaned

Baking test 

Combination test: 125 dishwasher 
cycles and special jelly test (cheese, 
jam, ketchup and lard) baking @ 
230 °C [446 °F] for 60 min., each 
time after 25 dishwasher cycles.

Jelly / Dishwasher test

Steak / Dishwasher test

Egg test

Combination test: 125 dishwasher
cycles and steak test (1cm [0.4 in] 
thick and 100gr [3.5 Oz] weight). Fry 
for 60 min. at 180 °C [356 °F], each 
time after 25 dishwasher cycles.

Cookware test to determine high-
performance non-stick properties.
5 ungreased cycles of egg frying.

Industry standard baking test to 
determine the non-stick properties of 
sweet baking.
10 ungreased cycles
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without greasing
suitable for vegan baking

dishwasher safe

10x better
staining resistance

>5x better
non-stick effect
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