
Thickness

Gloss

DFT

60° (Glossunits)

> 40 µm

> 40

> 40 µm

> 40

> 40 µm

> 50

> 40 µm

> 45

Non stick

Non stick

Non stick

Egg test 300 °C

Egg test 350 °C

Salt water / Egg test

> 30

n/a

0 – 1

> 85

< 30

1 – 2

> 105

> 30

2 – 3

> 150

> 70

> 5

Durability

Abrasion

Scratch

Non stick

LGA overall

LGA

LGA

LGA pancake

Satisfactory

Satisfactory

Good

Good

Good

Good

Good

Good

Good

Good

Good

Good

Good

Good

Good

Good

Staining
Chickenwing

max: 100 pts.
> 85 pts > 90 pts > 90 pts > 90 pts

Dishwasher
25 cyles + 

Egg release 

until 200 cycles

n/a n/a pass pass

Method


